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Typical electronic structure of correlated materials:
Partially filled narrow band (3d or 4f) crossing the Fermi |evel
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Slight change of parameters can induce large change in materials properties.

E.g., by dlight distortion or pressure the ratio of U/bandwidth changes and Silke stalk
the materials can undergo phase transitions (metal -insul ator). tomorrow

—> competition between kinetic energy and U.




In LDA

These materials share very similar
electronic structure and they are al metals.
LDA+U->dll insulators

Experimentally
SrvVO3 and CaVv O3 are metals
LaTiO3 and YTIO3 are insulators
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FIG. 3. DMFT spectral function at T = 770 K (thick line)
and LDA DOS (thin line). g =1

Pavarini, Biermann, Poteryaev, Lichtenstein, Georges, and Andersen, PRL 92, 176403 (2004)



Another example: Pentacene molecular crystal

II:-|J Slr_m'llu‘ﬂS
N _ L
3 2 1
2
EI I_ ————————————————————— |
€ 0 - | Narrow bands
S S I [ S S SN S G [
(-] o e ol
| i
| X C Y I'B A E D B
DOSs

5 benzene C4H ¢
rings Tiago, Northrup, and Louie, PRB67, 115212 (2003)



Focus on the correlated bands - Mappping to a Hubbard model:
Competition between kinetic energy and U (itineracy and localisation)

When U is small
it is preferable for
the electronsto
delocalise> metd

, oo
up<t  H =72 ¢cje+Up nyn,

<ij > i

For intermediate U it is amixture of localised
and delocalised electrons (correl ated metal s)
Difficult to treat within one-particle theory
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When U islargeit iscostly
for the electrons to hop
—> insulator
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The Hubbard model
J. Hubbard, Proc. Roy. Soc. A276, 238 (1963)

Many-electron Hamiltonian is too complicated to be solved directly.
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|s there any formal way of deriving the Hubbard model
from the full many-electron Hamiltonian?

What 1s the Hubbard U?

How do we calculate the Hubbard U?




Downfolded self-energy

Full one-particle
Hilbert space
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Step 1: The Green Functions
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Step 2: The Equations of Motion for G® and G™

[H,y (D] =i0, (1)

19, G* —AG™ +G]-A,ZG" = A,

0,G" - A NG +G*]-A,ZG" =0
Ay(L2) =Y (WK ()84 -t), A L2)+A, (12)=5(1-2)

3G’ =2GA, Definition of 3



Step 3: Eliminate G™ to obtain an effective equation for G*

[0—h-X" ()]G =1

> =¥+ hg'[h+3]

Step 4: Construct the equation for ¥
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After some straightforward algebra and afew tricks ...

A closed set of equations for the
downfolded self-energy.
“ Energy-dependent Hubbard model”

Decouple the Conventiond
d and r subspaces> | | Hubbard model

yeff _yd  yrd | sadd Z> yeff _ yd

P, =-iGT‘G" P, =-iGT‘G"
eff eff

rd=1+‘52d Gr‘G* rd=1+ézd Gr'G*
G G

W =W +W P,W W =U +UP,W

W =v+VvPW,,| P =P-F >> U =W, (0)

G'=G +GJz* G G'=G +GJz* G

>For agiven W, the equations depend only on G .
—> Information about the r-subspace is contained in Wt

PRL 102, 176402 (2009)



Possible applications

oIt provides a starting point for construction of models.
Inclusion of vertex corrections (beyond GW) for the chosen subspace only.

A possible route for ssmplifying GW calculations by treating the chosen
subspace accurately and the rest of the Hilbert space in an approximate way.



Constrained RPA (cRPA): A method for calculating the Hubbard U

Polarisation:
P=P, +P
r A
PI‘
1
d P, H

\

Cd culaté U of the narrow band
(the d subspace)

Phys. Rev. B 70, 195104 (2004)

V
U =
1- VP,
W = U Fully screened
1_ UPd Interaction
Advantages.
oFull matrix U

*Energy-dependent U

*Onsite and offsite U

*U(r,I ;o) is basis-independent:

Can use any band-structure method

P. isnot the same as
the polarisation of the r-subspace only.
It includes transitions between
the d- and r-subspaces.




Polarisation function

Full system
P(r,r':m) = Z ””Zficwi(r)wj(r)wi (r)w (1)

Correlated bands
Loy (N (N () ()
Py(r.rm)=> > ~
c3d  jead Ww—€E;+& xlo
P=P-PF, P isnot the same as
V the polarisation of the r-subspace only.
U = It includes transitions between
1-vP, the d- and r-subspaces.




LDA Densityof Staes of 8103 Sr'vO3
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Constrained LDA

Super Céll

Transition metal or
rare earth atom

“Impurity” —

__ Hopping from and to
3d orbitalsis cut off

Change the 3d charge on the impurity, keeping the system neutral,

do a self-consistent calculation

and calculate the change in the 3d energy level = U(3d).



|ron-based superconductors
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Fig. 1. Upper panels: Ab initio band structures of LaFeAsO (left) and
LaFePO (right). Red line and Blue dots are original-GGA and Wannier-
intempolated bands, respectively. The zero of energy is the Fermi level.
Lower panels: Isosurface contours of yz- (left) and - (right) MLWOs in
LaFeAsQ. The amplitudes of the contour surface are 1.5/ /v (blue) and

1.5/ v (ed), where v is the volume of the primitive cell. Fe and As

miclel are illustrated by vellow and silver spheres, respectively.

Nakamura, Arita, Imada, J. Phys. Soc. Jpn. 77, 093711 (2008)



r (LaFeAsD) Xy ¥z z Fa 2 — 32
xy —-032 —025 —0.30 —0.25 0.00
¥I -0.25 -0.21 —0.08 —0.13 0.18
z —0.30 —0.08 0.08 —0.08 0.00
zx —-0.25 —0.13 —0.08 —021 —0.18
X =y 0.00 0.18 0.00 —0.18 —0.18

U/ (LaFeAsD) Xy VI r b o X =y
xy 3.31 1.95 1.89 1.95 2.09
¥I 1.95 277 220 1.78 1.67
z 1.89 2.20 327 220 1.65
zx 1.95 1.78 220 2717 1.67
=y 2.09 1.67 1.65 1.67 220

J (LaFe AsQ) xy VI 2 b x? —y?
xy — 0.54 0.64 0.54 027
¥I 0.54 — 0.41 0.45 043
z 0.64 0.41 — 041 0.50
zx .54 (.45 0.41 — 043
x? —y? 0.27 0.43 0.50 0.43 —

Nakamura, Arita, Imada, J. Phys. Soc. Jpn. 77, 093711 (2008)

L_arge orbital dependence of U.
*U is considerably smaller than the values (~4 €V) used in model studies.



BEDT-TTF organic conductors
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The dielectric constant is anisotropic.
U isamost isotropic and long ranged.
Maximally localised Wannier orbitals of Nearest-neighbour U/onsite U ~0.45

x — (BEDTTF ),Cu(NCS), Nakamura et al, J. Phys. Soc. Jpn. 78, 083710 (2009)




Energy dependence of U.
U can vary significantly within the band width of the chosen subspace
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Paramagnetic nickel
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PRB 80. 155134 (2009)

cRPA for entangled bands

In many materials the correlated bands
of interest are entangled with other more
extended bands.

'd space 0

v 0 r space )

Disentangled 3d band structure from

<  maximaly localised Wannier orbitals

(using the procedure of
Souza, Marzari and Vanderbilt)
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Fully screened interaction W of
the 3d series

Hubbard U for the 3d series

There is no contradiction.

The difference arises from the choice of
the d-subspace forming the Hubbard model
and the criteriafor Pua.



U'and J (eV)
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Screening effects on J are not negligible

20 30
w (eV)

40

50

Bare atomic
vaue ~0.75 eV




Summary

Downfolded self-energy of many-electron systems:
Formal derivation of the Hubbard model from
the full many-electron Hamiltonian

Constrained RPA (cRPA):

-Allows for precise determination of the Hubbard U
-U(r,r' ;) is basis independent

-Energy-dependent U

-Onsite and offsite U aswell as J
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