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Outline

 Crystal and magnetic structure of YBaCo4O7.0 (Y-114)

Oxidation I:  YBaCo4O8 — A New Structure

Oxidation II:  YBaCo4O7+  — Tuning into Frustration

Summary

Questions/Issues will be raised along the way
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Co2:Co1 = 3:1 Co3O4
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Crystal Structure of RBaCo4O7

Valldor 2002, 2004

R3+ = Y,Dy-Lu,In
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Probable Spin State Assignment

Co3+, S=2 Co2+, S=3/2

tet

tet = 4/9 oct High Spin
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Magnetism: YBaCo4O7
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Valldor (2002):  Diffuse AF 
peak, spin glass, | W/Tcusp| ~ 14
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Low-T Magnetism: Well-Ordered Antiferromagnet

d-spacing (Å)

T
(K

)

Diffuse scattering T > TN

| W/TN| ~ 4.5 

“The more we look, the less frustrated we get ”
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Magnetic Structure of YBaCo4O7:  120o Motif

Solved by simulated annealing, Rietveld refinement  (L. Chapon)

T = 2 K
P1121’

k = 0

4 irrep.

= S1

= S2

Si || ab

 PRB 74,172401(2006)

Uncapped Triangles

 31/2 x 31/2 motif, 
negative chirality

  S1 = 2 μB

  Expect 3 - 3.25 μB

1 2
3
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Magnetic Structure of YBaCo4O7

Solved by simulated annealing, Rietveld refinement  (L. Chapon)

T = 2 K
P1121’

k = 0

4 irrep.

= S1

= S2

Si || ab

S1 = 2 μB ; S2= 3.6 μB

May reflect Co3+ 
preference (S=2)

Stacked  FM along c

Capped Triangles
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Temperature Dependence

Temperature (K)
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Temperature Dependence
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T = 80 KTemperature Dependence

Temperature (K)
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 Uncapped triangle:  S 0

 Capped triangle strongly collinear

 Implies c-axis exchange stronger



KITP Workshop - “Motterials” Sept 10-14, 2007

90

70

50

30

 H
/M

 (
em

u 
/ m

ol
 •

 O
e)

-1

4003002001000

Temperature (K)

YBaCo4O7

spin-reorientation

structural transition

LRO-AFM

Pbn2
1

P31c
Néel transition

P2
1

PMSRO-AFM (?)



KITP Workshop - “Motterials” Sept 10-14, 2007

Toy Model  for  High-T Phase

S1

S2

J1

J2

E( ) = S1
2 S2
S1
J2 2J1

 

 
 

 

 
 sin( ) 2J2S1S2

 Minima at  = ± /2

 J2S2/J1S1 < 2 :   = /2

If structure right, how to explain ?

 Experimentally:  = 0
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Ground State:  LRO  Antiferromagnet
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Neutron Refinement

ao = 2•ah = 12.79 Å
bo = 3•ah  = 10.85 Å
co = ch = 12.15 Å

  

Rp = 2.45%, Rwp = 3.35, 2 = 1.296

SEPD, 300 K
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Crystal Structure of YBaCo4O8

YBaCo4O7 YBaCo4O8

edge-sharing, zig-zag 
octahedral chains along c-axis

unique among mixed-metal oxides?

[100]
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Triangular Layer Detail

YBaCo4O7 YBaCo4O8

Ba Y

[001]

2+

3+

BVS: Ba = 2.03; Y = 3.01; Co(Td) = 2.08; Co(Oh) = 2.88
 Real space ‘charge-ordering’ driven by coordination
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Kagomé Layer Detail

YBaCo4O7 YBaCo4O8

[001]

2+

3+

“~2.5+”

BVS



KITP Workshop - “Motterials” Sept 10-14, 2007

YBaCo4O8:  Low Temperature Neutron Diffraction

No sign of additional magnetic reflections

300 K model fits 10 K data

Question:  LS Co3+ in Oh suppress LRO by decoupling magnetic
Co3+ and Co2+ Td ions in or between Kagomé layers?
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High Temperature Oxidation:  YBaCo4O7+
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What Does the Extra Oxygen Do?
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Tuning into Frustration
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Summary

YBaCo4O7.0 — Kagomé system has long-range ordered 
state with unique magnetic structure

Geometric frustration lifted by structural phase transition 
that improves underbonding of Ba site

YBaCo4O7.3 — excess O stabilizes the geometrically 
frustrated state; no long-range order

YBaCo4O8 — new structure type; zig-zag edge-sharing Oh 
chains

Single crystals now grown, will be used to explore 
anisotropic properties, diffuse scattering, spin excitations.


