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Charge and Spin Currents 
in Hybrid Structures



Spin electronics = electronics with a spin ?

electron =

electronics: 
… ONLY charge
… charge currents 

in electrical conductors
• charge current sources
• charge current detectors 
• charge amplification

spin

charge

Intel Core i7

IBM

spin-tronics:
… ONLY spin
… spin currents 

in “angular momentum conductors”
spin currents ?
spin current sources ?
spin current detectors ?
spin current gain ? 3

magneto-electronics: 
… charge AND spin 
… spin-polarized currents

in electrical conductors



From charge currents to spin currents
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wikipedia

JS can also flow in 
electrical insulators, as a 
magnon (spin) current !



spin current detection 



Spin current meter: The spin Hall effect (SHE)
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Spin Hall effect
spin-orbit coupling
spin Hall angle  SHE parameterizes charge   spin conversion efficiency 

direct spin Hall effect (SHE) inverse spin Hall effect (ISHE)

charge current spin current spin current                charge current
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Direct Spin Hall Effect in GaAs
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Kerr microscopy
Kato et al., Science 306, 1910 (2004).
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iSHE in Metallic F/N Nanostructures
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Aluminium:

Valenzuela & Tinkham, Nature 442, 176 (2006).

detection of spin current
via inverse spin Hall effect

Js

-Jc

Js
Al

FM1

LSH

Gold : SHE=0.0016
Platinum :       SHE=0.013 … 0.11 (0.16)
Bi, Bi/Ag, Ta : SHE=0.1 … 0.3

Valenzuela & Tinkham, Nature 442, 176 (2006).
Mosendz et al., Phys. Rev. Lett. 104, 046601 (2010).
Liu et al., Science 336, 555 (2012). 
Niimi et al., Phys. Rev. Lett. 109, 156602 (2012).
…and many more …

 sJJ  sSHE
ISHE
c

2


e

take away:
SHE enables “simple” experimental 
spin current detection
(… given the spin Hall angle SHE and 

the spin diffusion length SF are known ! )



Open issues #1

take away:
SHE enables “simple” experimental spin current detection
(… given the spin Hall angle SHE and the spin diffusion length SF are known ! )

Open issues:
• magnitude and sign of SHE

• magnitude of SF

• is it possible to tune 
SHE independently from SF ??

• desirable for experiment: 
large SHE AND large SF
(cf. “=ne”)

→ what are the relevant 
spin transport parameters ?

→ calculations of all relevant 
spin transport parameters
(not only SHE) required !

→ Neumann principle in 
single-crystalline Pt ?

Schreier et al., 
(in preparation, (2013))



From charge currents to spin currents
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From charge currents to spin currents
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magnetic excitations
@F/N interface

?



spin current generation



Spin currents in hybrid structures
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F/N + microwave photons = spin battery

Tserkovnyak, Phys. Rev. Lett. 88, 117601 (2002).
Brataas, Phys. Rev. B 66, 060404 (2002).
Tserkovnyak, Phys. Rev. B 66, 224403 (2002).

suggested by Tserkovnyak, Brataas & Bauer, PRL (2002)
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F/N + microwave photons = spin battery

ferromagnet / normal metal hybrid

microwave induces magnetization precession

magnetization can relax 
via the emission of a spin current
into the adjacent N layer

spin pumping

Tserkovnyak, Phys. Rev. Lett. 88, 117601 (2002).
Brataas, Phys. Rev. B 66, 060404 (2002).
Tserkovnyak, Phys. Rev. B 66, 224403 (2002).

suggested by Tserkovnyak, Brataas & Bauer, PRL (2002)
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pure spin current



Spin pumping with spin current detection

magnetization precession

FMR

inverse 
spin Hall effect

charge current Jc

spin current

microwave + DC magnetic field

voltage drop V

spin pumping

open circuit

    2
MWS sinRe

2
gJ 

  sJeJ ˆ2 SSH
ISHE
C 







Tserkovnyak et al., Phys. Rev. Lett. 88, 117601 (2002).    Saitoh et al., Appl. Phys. Lett. 88, 182509 (2006)



Measurement setup
sample holder

shielding

wires

fused
silica
tube

sample

5mm

Typical sample dimensions L  W  t = 3mm  1mm  (10nm/10nm)
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Experiments pioneered by the Saitoh group

Ni81Fe19/Pt

=0°

=0°

Saitoh et al., Appl. Phys. Lett. 88, 182509 (2006)
Ando et al., Phys. Rev. Lett. 101, 036601 (2008) 
Ando et al., JMMM 322,1422 (2010)

Egan et al., J. Appl. Phys. 34, 1477 (1963) 
Juretschke, J. Appl. Phys. 31, 1401 (1960)

Experiments for 3d metals:
Ni81Fe19 ,  Ni  ,  Fe

 (°)
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Different materials

works for
many different 
F/platinum
bilayers

same sign of VDC
for =0°
for all bilayers

not MW rectification
[ MW-induced

Jc(t)  m(t)  VDC ]
but spin pumping!



Quantitative Analysis  

Mosendz et al., Phys. Rev. Lett. 104, 046601 (2010)

spin mixing conductance magnetization
precession cone

microwave
frequency

F F N N

determined by resistance
measurements:

 C=const.
determined by
platinum only

Theory: const.g
scaling !?
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Czeschka et al. Phys. Rev. Lett. 107, 046601 (2011).

ISH, res

MW
	 	 ↑↓	sin2 Θres

Theory quantitatively 
describes the experimental
data.
(well… except for YIG=Y3Fe5O12)

Kajiwara et al., Nature 464, 262 (2010).
Mosendz et al., Phys. Rev. Lett. 104, 046601 (2010).
Nakayama et al., IEEE Trans. Magn. 46, 2202 (2010).

Scaling behavior of spin pumping



YIG/Pt hybrids grown at WMI     (Pt deposited in-situ!)

20° 40° 60° 80° 100° 120°

101

102

103

104

105

I (
cp

s)

2

-0.2° 0.0° 0.2°

101

102

103

I (
cp

s)



50.5° 51.0° 51.5°100

101

102

103

104

105

I (
cp

s)

2

Y
IG

 (4
44

)

G
G

G
 (4

44
)

G
G

G
 (2

22
)

Y
IG

/G
G

G
 (4

44
)

Y
IG

/G
G

G
 (8

88
)

G
G

G
 (6

66
)

0.03°FWHM

YIG (444)

-100 -50 0 50 100
-160
-120
-80
-40

0
40
80

120
160

M
 (k

A/
m

)
0H (mT)

MS, bulk=
141.65 kA/m T= 300 K

state-of-the-art samples



Spin pumping in YIG/Pt
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Czeschka et al., Phys. Rev. Lett. 107, 046601 (2011).
Weiler et al., arXiv 1306.5012 (2013) (PRL, accepted)

ISH, res

MW
	 	 ↑↓	sin2 Θres

Theory quantitatively 
describes the experimental
data…
in FM metals 
and in FM insulators

Kajiwara et al., Nature 464, 262 (2010).
Mosendz et al., Phys. Rev. Lett. 104, 046601 (2010).
Nakayama et al., IEEE Trans. Magn. 46, 2202 (2010).

Spin pumping scaling

YIG @WMI
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Heinrich et al., YIG/Au
YIG/Pt@WMI

Weiler et al., arXiv 1306.5012 (2013) (PRL, accepted)
Weiler et al., in Solid State Physics Vol. 64, chapter 5, 

A. Hoffmann and M. Wu, eds., (Elsevier, 2014)

using
SH=0.013  and  SD=10nm  :

take away:
spin pumping from FM metals and FM insulators with similar efficiency

YIG/Pt@WMI, room temperatureusing
SH=0.11  and  SD=1.5nm  :
(and taking into account backflow)
… consistent with damping expts.!

Mosendz et al., Phys. Rev. Lett. 104, 046601 (2010).
Heinrich et al., Phys. Rev. Lett. 107, 066604 (2011).
Vilela-Leão et al., Appl. Phys. Lett. 99, 102505 (2011).



Open issues #2

Open issues:
• spin polarized (proximitized) interface layer

present in FM metal/Pt
absent in YIG/Pt (?)
[but cf. Lu et al., PRL110, 147207 (2013)]

→ spin pumping and spin currents in F1 / F2 / N
(e.g., Co / proximitized Pt / Pt )
understand “spin current circuits”

→ spin pumping and spin currents in F / N1 / N2
(e.g., Co / Cu / Pt , 
or    YIG / Cu / Pt )

take away:
spin pumping from FM metals and FM insulators with similar efficiency

N

F

M



Open issues #3

Open issues:
• Spin pumping  longitudinal relaxation 

(T1 process, spin -lattice)

→ spin pumping from T2 processes ?
( spin-spin relaxation / dephasing )

→ relevant time scales for SP ?
( this might require microscopic understanding 
of magnetization damping first … )

→ relevant length scales for SP ?
magnon wavelength ?
what about interface roughness ?

take away:
spin pumping from FM metals and FM insulators with similar efficiency
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quantitative test 
of the 

spin mixing conductance 
concept 

(“spin Ohm’s law”)
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Spin currents in hybrid structures

VSSE
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Spin current scaling: g concept
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Spin pumping (with spin current detection)

Tserkovnyak et al., Phys. Rev. Lett. 88, 117601 (2002).    Saitoh et al., Appl. Phys. Lett. 88, 182509 (2006)
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Spin current scaling = g concept
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Spin Seebeck effect in YIG/Pt
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Spin Seebeck effect in YIG/Pt

JSSEs =
g↑↓
2π

ESSE

JSSEs =
1

Cη

2w

a2π
∆VSSE

… T = Telectrons,Pt – Tmagnons,YIG , calculated

… 

Schreier et al., PRB 88, 094410 (2013).

… w = Hall bar width, a = laser spot radius
… C and  calculated, see spin pumping

… VSSE measured

ESSE =
γ

MsVa/h̄
kB∆T

Va =
2

3ζ(5/2)

³
4πD
kBT

´3/2
≈ (1.38 nm)3

Tserkovnyak et al., PRL 88, 117601 (2002). 
Xiao et al., PRB 81, 214418 (2010).
Chen et al., PRB 87, 144411 (2013).
Jiao & Bauer, PRL 110, 217602 (2013).
Weiler et al., PRL 108, 106602 (2012).
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Spin current scaling: the g concept
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Magnetoresistance of YIG/Pt hybrids

JC,ISHE

M

JC

JS

M

JC

JS

dissipation  larger resistance

Chen et al., 
PRB 87, 144411 (2013).
Nakayama et al., 
PRL 110, 206601 (2013).
Althammer et al., 
PRB 87, 224401 (2013).

Pt
YIG



SMR in YIG/Pt hybrids

 angular dependence
unambiguously identifies SMR

∆ 	
∆

	

	

	
conventional polycrystalline AMR:

Spin-Hall Magnetoresistance (SMR):



SMR in YIG/NM/Pt hybrids

119
 spin current physics !

not static proximity effect  [cf. Huang et al., PRL 109, 107204 (2012).]
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Magnetoresistance of YIG/Pt hybrids

JSMRs =
g↑↓
2π

ESMR

ESMR =

µ
2e αSHρPtλSD tanh

tPt
2λSD

η

¶
Jc

JSMRs =
h̄tPtJc

αSHeλSD tanh
tPt
2λSD

∆ρ

ρ0

Chen et al., 
PRB 87, 144411 (2013).
Nakayama et al., 
PRL 110, 206601 (2013).
Althammer et al., 
PRB 87, 224401 (2013).





Spin current scaling: the g concept
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Spin current scaling: the g concept

Weiler et al., arXiv 1306.5012 (2013).
(Phys. Rev. Lett., accepted)
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take away:
spin-current-based modeling 
(“g concept”) yields 
consistent description



Spin current scaling: the g concept
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Open issues #4

Open issues:
• “diffusive spin transport” limit ? 

( SD = 1.5 nm  < charge transport mean free path ?? )
• spin currents in multilayers (“spin current circuits”)

→ is the “experimental SD“ really a/the spin diffusion length ?

→ ballistic spin transport vs. diffusive spin transport

→ pure spin currents in multilayers or “spin current circuits” ?
( F / N1 / N2 ; F1 / F2 / N ; F1 / N1 / F2 / N2 ;  etc. … )

→ surface corrugations, intermixing, …

→ spin Hall effect and spin transport in crystalline or anisotropic media 
SHE and Neumann principle in single crystalline metals 
SHE and spin Hall angle in two spin channel model ?
SHE and spin Hall angle in a ferromagnetic metal ? 

→ Maxwells equations for spin transport 
( spin transport not only addendum to charge transport …)

take away:
spin-current-based modeling (“g concept”) yields consistent description



Spin electronics = electronics with a spin ?

electron =

electronics: 
… ONLY charge
… charge currents 

in electrical conductors
• charge current sources
• charge current detectors 
• charge amplification

spin

charge

Intel Core i7

IBM

spin-tronics:
… ONLY spin
… spin currents 

in “angular momentum conductors”

consistent charge and 
spin transport equations ?
voltmeter for spin ? 125

magneto-electronics: 
… charge AND spin 
… spin-polarized currents

in electrical conductors


